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Sample Description : NATURAL 120 FANCY

As above test item and its relevant infonnation regarding to the submission are provided and confirmed by the
applicant. SGS is not liable to either the test item or its relevant information, in tenrs of the accuracy, suitability,
reliability orland integrity accordingly. *********
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Test Performing Date
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Jun 10, 2025to Jun 18, 2025

Selected test(s) as requested by applicant

Test Result Summary
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For further details, please refer to the following page(s)

Result(s)

PASS

Test{s) Requested
Schedule 4 Part I and Schedule 5 Part I of Furniture and Furnishings
(Fire) (Safety) Regulations 1988 Wth Amendments ln 1989, 1993

and 2010 of United Kingdom
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Test Conducted:
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The Test, Specified in Schedule 4 Part I and Schedule 5 Part I of the Furniture and Furnishings (Fire) (Safety)
Regulations, is based on BS 5852: Part 1: 1979.

To assess the ignitability of visible cover used in upholstered components when subjected to ignition source Q
and !-
General lnformation:

687 glnf

X YES (855651,specified in UK Regulations)

72h

Temperature. (23x2)'C;Relative Humidity: (50t5) %o Duralion:24 h;

\Abight

lndoor Ambient Condition

RH64%

Fabric

25.2"C

Materials

Soaking Condition:

Precondition

Conditioning of Test Specimen
and lqnition Source(s)

Testing Enclosure (fume
cupboard / room)

Test Results:
The following test results relate only to the ignitability of the combination of materials under the particular condition
of test. They are not intended as a means of assessing the full potential fire hazard of the materials or products in
use.

Test ( ition source 0)

Test Details:
The filling material for Schedule 4 Part I was non-fire retardant polyurethane foam conesponding to the

set out in BS 3379 B Hardness 130 and of a of 20-22 rn3

Sub€onclusion: PASS
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2nd tet

NO

NO

NO

ítt test

NO

NO

NO

Criteria

9.2.3) \Mtether the evidence of progressive smouldering or flaming is observed in the
interior and/or cover

9.2.4) \Mrether progressive smouldering or flaming of the sample is observed at any
time within one hour of placement of the cigarette

9.2.5) \Àhether progressive smouldering is observed on final examination when
dismantle assembly and e><amine internally

Smoking Ceased Tirne

17min41s

19min16s

Flame Ceased
Time(second)

0

0

ïrne to extinction after placernent of the cigarette

Progressive
Smouldering

Time(second)

0

0

lgnition Source

0

0

Test

1st

2nd

MeÍnber oÍ the SGS Group (SGS SA)



2nd test

NO

NO

í"t test

NO

NO

Griteria

9.3.4) \Mtether the evidence of flaming or progressive snouldering in the interior
and/or cover is observed beyond 120s of the removal of the bumer tube
9.4) \Mrether progressive smoldering is observed on final examination when
disrnantle assembly and examine internally
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Butane Flame Test ( source í)

Test Details:
The filling material for Sóedule 5 Part I was non-fire retardant polyurethane foam conesponding to the

set out in BS 3379 B Hardness 130 and of a of 20-22 rn3

Sub4onclusion: PASS

Photo Appendix:
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*End of Report*
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Smoking Ceased ïrne

15

18

Time to Extinction after Removal of the
Burner(second)

Flame Ceased Tirne

0

0

lgnition Time

(20r1)s

(20t1)s

lgnition Source

1

1

Test

1"t

2nd
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